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No.7040/19 LABORATORY ANALYSIS Skopje, 05.07.2019

 
1. GENERAL DATA

1.1 Product: Upholstery fabric 

1.2   :elcitrA DUBAI

1.3   ainodecaM ,ejpokS - LEOOD alokiN "SUKOF" :yb deredro tseT

1.4  elpmas derevileD :gnilpmaS

1.5 Technical documentation: MKC, EN standards 

1.6 Place and date of inspection: Skopje, July  2019 
(Report No: 125T/19) 

2. TEST RESULTS 
(from sample delivered by test orderer) 

 Laboratory testing  

 stluser tset stinu sretemarap gnitset

2.1 Maximum force using the strip method (CRE):  
- warp  
- weft  
(МКС EN ISO 13934 -1:2014, EN ISO 13934-1:2013) 

N 

 
 1900 
 1125 

 

2.2 Elongation at maximum force: 
- warp  
- weft  
(МКС EN ISO 13934 -1:2014, EN ISO 13934-1:2013) 

%    45 
   41 

2.3 Color fastness to rubbing: 
- dry 
- wet 
(МКС EN ISO 105 -Х12:2016, EN ISO 105 -Х12:2016) 

grade    5 
   5 

2.4 Abrasion resistance by the Martindale method - 
Part 2: Determination of specimen breakdown: 
(MKC EN ISO 12947-2:2017, EN ISO 12947-2:2016) 

rubs 50 000 
(no broken threads) 
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*)   unaccredited method 
**)  external service 

 


